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Certificate of Test

We hereby declare that the woven fabric described below has been tested by
BTTG Electrostatics according to BS EN 1149-3; 2004 Method 2 (induction
charging) and achieved the following results:

Shielding Factor Half Decay Time (s)

0.78 <0.01

Tested after 5 cycles of washing according to BS EN.ISO 6330:Procedure 4N: 2001
at 40°C followed by drying Procedure E.

The full details of the test(s) and the result(s) are given in our report
Ref. 26026 16B/10/16 {dated 23 October 2014}

Description of sample tested: Flame Retardant and Anti-static Fabric

Model Cede: TY1069

Product Deseription: Flame Retardant and Anti-static Fabric
Colour: Dark Blue

Material: 98% Cotton [ 1% Anti-static Fiber

Sample submitted by:

Henan Tianyu Garment Imp & Exp Co., Ltd
10th Floor, Block B, International Trade Bldg,
Pingyuan Road,
Xinxiang City,
Henan Province,
China

Cerlificate Authorised by: ... /4. ..

- .230ctober 2014

The declaration in this test certificate applies to the actual sample tested and to the specified tests carried out as detailed in the
referenced report(s) detailed above.,

BTTG Testing & Certification Ltd. Registered Office: Unit 14, Wheel Forge Way, Ashburton Road West, Trafford Park,
Manchester. M17 1EH. United Kingdom. Registered in England No. 466965C
Tel: +44 (0)161 873 6543 Fax: +44 (0)161 848 7378 e-mail. info@bltg.co.uk
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